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U . S .  Patent  No .  : 3,365,897 
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1 2 
of air and prevents entry of air into the insulation due 

3,365,897 to puncturing of the exterior film or other damage to 
CRYOGENIC THERMAL INSULATION Robed L. Middieton and John T. Schell, Huntsville, and the 

The presence of air within the honeycomb core of James M. Stuckey, Decatur, Ma., dgnors to the 
United States of ~~~h~ as represented by the ~ d .  5 space vehicle fuel tank insulation catmot be tolerated 
minisbator of the Na(io& Aeronautics ml;rd Space because it would create a fire or explosion hazard due to 
Administration oxygen enriched liquid air coming into contact with com- 

Filed June 17,1966, Ser. No. 559,350 bustible materials used in the insulation. This hazard cm 
6 Claim. (Cl. 62-45) deve!op if atmospheric air enters the insulation becausc 

the air will solidify in the extremely cold temperatures, 
and subsequently, when the cryogenic fuel is removed 

ABSTRACT OF THE DISCLOSURE from the tank, permitting a rise in the insulation teni- 
A tllernal insulation for insulating containers of cry@ perature, the nitrogen in the liquified air will boil-oif 

genic fluids, and particulariy for insulating liquid hydro- fas:er than the oxygen to form oxygen enriched liquid 
gen fuel tanks of space vehicles. A layer of insulatioa 15 air. A shock or impact under these condiiions can result 
having a honeycomb core is bonded to the cryogenic in a serious explosion or fire. Also, when the liquified air 
fluid container with the ceiis of the honeycomb mie starts to boil-off under these circumstances a rapid rise 
being sealed airtight. When an extremely cold liquid, in pressure occurs in the holieycomb core which is liable 
such as liquid hydlogen, is introduced into the container to cause blowouts through the exterior film bonded to 
the air and cther gases withirt the airtight cells are solidi- 20 the honeycomb core. it is noted that helium, the air purg- 
fied and a cryo-vacuum is produced in each cell so that ing mcdium previodsiy mcntioned, is inert and liquifies 
the lioneycomb layer provides the effectiveness of vac- at a point far below the boiling point of liquid hydrogen 
uum insu!ation. A second honeycomb layer may be ap- and thus does not liquify at the surface of a tank con- 
pried over the first layer with the core of the second taining liquid hydrogen or other cryogenic fluids, 
layer being filled with pressurized helium gas to purge 25 The prior insulation for liquid hydrogen tanks referred 
the second insulation layer of air and prevent the entry to above does not provide the desited degree of insulation 
of atmospheric air into the insulation through punctures effectiveness. This is attributable in part to the presence 
or other openings in the second insulation layer. of helium gas throughout the honeycomb layer which es- 

tab!ishes a thermal conductivity through the insulation 
30 approximately that of helium gas. Thus, the highly effec- 

The invention described herein was made by employees tiye Vacuum mode of providing thermal insulation is not 
of the United Slates Government and may be manufac- employed although the cryogenic temperature at the sur- 
tured and used by or for the Government for govern- face of a liquid hydrogen tank constitutes an inherent 
mental purposes without the payment of any royalties means of producing a cryo-vacuum in the insulation by 
thereon or therefor. 35 the solidification of air and/or certain other gases in the 

This invention reia?es generally to thermal insulation insulation. 
and more particularly to thermal insulation of cryogenic Another important aspect of providing a snitable in- 
fluid containers. sulation for cryogenic fuel tanks for flight vehicles is 

Current technological pursuits involve an increasing use that of weight control. The weight of the insulation must 
of cryogenic fluids silch 2s liquid hydrogen, liquid helium 40 be minimized So as COS to add unduly to the weight of 
and liquid oxygen. Although they are used in a number the flight vehicle. Insulation previously proposed for liq- 
of scientific and engineering fields, a principal use of uid hydrogen fuel tanks is relatively thick in order to meet 
cryogenic fluids is found in connection with missile and insulaiion requirements and are, therefore, relatively 
rocket projects where liquid oxygen and liquid hydrogen, heavy. exceeding 0.8 Ib./ft.a. 
pxrticukuly, are used as propellants in the operation of 45 Accordingly, it is a general object of the present inven- 
space vehicles. tion to provide an improved means for insulating cryo- 

Cryogenic fluids thnt are usefal as space vehicle pro- genic fluid contai*ers* 
pellan!~ have extremely low boiling points and will rap. A more specific object of the invendon is to provide 
id:y boil away in containers lacking special thermal in- a highly effective lightweight thermal insulation for cryo- 

'd hydrogen, which at a pressure of 760 millimeters of A further object of the invention is to provide an insu- 
ry has a boiling point of -423" p., to be larioa for crY@fWic fluid containers that will localize and 
fly insu!ated to miximk boil-off during the periods minimize lhe of damage to the insulation or of leak- 

of tan& ioarhg, stand-by after fuel loading and awaiting age of the insufation. 
launcb, kqd ascent fiight. Another object of the invention is to provide a thermal 

insulation for cryogenic fluid containers that affords &e 
insulation performance of vacuum insulation while pre- 
venting the entry of atmospheric air into the insulation P 

h 
U and the attendant hazard and insulation impairmefit. 
a These and other objects and advantages of the inven- 
outside thereof to close: the honeycomb cells. To tion Will become more apparent as the description pro- 
against the Ontry of air fnto the honeycomb cells, gaseous ceeds. 
helium is introduced &?. the celIs, passing through holes ,Biiefljr described, the invention comprises a cellular in- 
ia the cell waP. T h k p r g e s  the honeycomb insulation sulating laier, such as honeycomb 

Or due to defective 

% 

'*., sillation capabi:ify. Thus, space vehicle fuel tanks for liq- bo genic fuel tanksof Space vehicles. 
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Adhesive 49. _ _ _ _ _ _ _  ~ 
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3 
surface of a cryogenic fluid container. The cells of the . cellular layer are sealed airtight as by a skin sheet or film 
bonded to the outer side of the cellular layer and an air- 
tight bond of the inner side thereof to the surface of the 
cryogenic Auid container. When the cryogenic fluid con- 
tainer is fillcd with an extremely cold fluid, such as liquid 
hydrogen, a cryo-vacuum is created in the celblar layer 
by the solidification cf air and/or other gases in the cells 
at cryogenic temperatures. The cellular layer, thus cry@ 
voided, provides the thermal insulation performance of 
vacuum insulation. 

According to one aspect of the invention, a second sealed 
celular layer is applied over the layer designed to be cryo- 
voided. This second cellular layer is filled with helium gas 
which purges the second layer of air and prevents atmos- 
pheric air from entering either of the cellular layers in 
case of damage to the insulation, such as puncturing, or 
in thc case of leaks in the insulation. 

In describing the invention in detail, reference will be 
made to the accompanying drawing in which: 

FIGURE 1 is a view in elevation of a space vehicIe 
with one stage thereof comprising a fuel tank for con- 
iainicg liquid hydrogen and with the insulation embodying 
the present invention disposed externally around the fuel 
tank. 

FIGURE 2 is a cross-sectional view, enlarged for clari- 
ty, of the outer wall of a liquid hydrogen fuel tank taken 
along line 2-2 of FIGURE 1. 
FIGURE 3-is a cross-sectional view, taken along line 

3-3 of FIGURE 2; and 
FIGURE 4 is a graph comparing the thermal perform- 

ance of the present invention with the prior art foam- 
filled helium purged, honeycomb insulation. 

Referring now to FIGURE 1, a space vehicle 11 h 
shown having a second stage 13 defined by an upper end 
15 and a lower end 17. The portion of the second stage 
13 extending from the upper end 15 thereof most of the 
distance to the lower end 17 constitutes essentially a fuel 
tank 19 for containing liquid hydrogen. 

As indicated above, the characteristics of liquid hydro- 
gen are such that when a fuel tank of a space vehicle is 
filled with this propellant it is necessary to insulate the 
tank against beat transfer in order to minimize- hydrogen 
los5 due to boil-off. This insulation is accomplished, ac- 
cording to the invention, by covering the skin or exterior 

Material I Dlmenstons 

Aluminum fofl______ 0.OW'thick. 

Epoxy phonolio 0.09 1b.lft.p 
adhesive. 

wall of the fuel tank 19- with 
21 (FIGURE 2). 

insulation assembIy 

Cellular Layer 39- ._ 
10 

Adhaslve 47 .... __.__ 
Film 33 _ _ _ _ _ _ _ _ _ _ _ _ _  

" Adheaive 96 .________ 
Collulsr Layer 23- ._ 

20 
Adhesive31 __._._._. 

In FIGURE 2 the insulation assembly 21 includes a 
cellular insulating layer 23, such as a honeycomb core, 
having open cells 25 defined by cell walls 27. An airtight 
film 29 is bonded by adhesive 31 to the inner side of the 
cellular insulating layer 23 and an airtight film 33 is 
bonded by adhesive 35 to the outer side thereof thus seal- 
ing the cells 25. The layer 23 is secured to the fuel tank 
19 by adhesive 37 disposed between the film 29 and the 
exterior surface of the tank 19. Although the film 29 is 
preferred in some applications of the invention as contribu- 
ting to the rigidity and reliability of the insulation, it has 
been found that this film may be omitted by bonding the 
layer 23 directly to the fuel tank 19. 

Overlying the sealed cellular insulating layer 23 is a 
relatively thin second cellular layer 39 having open cells 
41 by cell walls 43, In the center of each of the diagonal 
cell walls 43 is a small diameter hole 45, the purpose of 
v. hich will be explained hereinafter. 

Fiberglws cloth Honeycomb core 0.2' 
reinforced pheno- 
lic plustic honey- 
comb core. 

&&e. 

thick; cell widdh 84'; 
cell walls 0 o(w' %lek. 
holes in 0;rU'wolls 0.066' 
dia. 

Epoxy henolic 0.08 1bJW 

Aluminum foU 0,0016' thick. 
Modiflcd epoxy 0.08 lbJft.2 

Polyester honey- 

adhesive. 

cUmb core, Honeycomb 0.6' thick; cell core. width 0.46' to 
34'; cell walls, 0.W' 
thick. 

Polyurothane ad- 0.044.06 lb./ft.* 
hesive. 

4 
TABLE 1 

~~ 

Film 28 _ _ _ _ _ _ _ _ _ _ _ _ _  Polyester _ _ _ _ _ _ _ _ _ _ _  
Adhesive 37 _ _ _ _ _ _ _ _ _  Polyurethane _ _ _ _ _ _ _  

26 

0.0002' thick. 
0.04-0.06 1bJIt.a 

Wbile the inventive concept is obviously not limited to 
the materials or dimensions indicated in Table 1, these ma- 

30 terials do have certain attributes which are desirable for 
some applications of the invention, and particularly as the 
invention is applied as an insulation for a fuel tank of a 
space vehicle. During flight of a space vehicle the insula- 
tion is exposed to aerodynamic forces as well as ascent 

35 heating which may raise the temperature of the insulation 
skin from a very low temperature to approximately 350" 
to 400" F. for a brief period. It is important that the in- 
sulation be made of lightweight materials that possess the 
required characteristics of strength, low permeability to 

40 air and other gases, and tolerance of a wide range of tem- 
peratures. 

Thus aluminum foil is a good material for skin 51 and 
the film 33 because of its lightweight and strength char- 
acteristics, low permeability and low porosity and ability 

45 to withstand a wide range of temperatures. The cellular 
layer 39 may be exposed to severe aerodynamic forces 
and very high temperatures; therefore, a strong heat re- 
sistant material such as phenolic plastic is appropriate. 
The qualities of strength, flexibility and lightweightness as 

50 well as an adequate tolerance of temperature variations 
recommend polyester as a suitable material for the cellu- 
lar layer 23 and the film 29. Adhesives were selected for 
ability to form effective and flexible bonds between the 
respective materials with the bonds being reliable over a 

The weight of the inventive insulation incorporating 
the materials and dimensions indicated in Table 1 and 
using the 0.6 inch thick cellular layer 23 is approxi 
0.5 1bJft.z. This constitutes a major reduction in 

60 over the relatively thick, helium purged insulation 
viously proposed for liquid hydrogen fuel tanks and 
weighs over 0.8 Ib./ft?. 

When the insulation 21 has been applied to the fpel tank 
19 and before the tank is filled with liquid hydrhgen, the 

65 interior of the cellular layer 39 is purged b$ the intro- 
duction of helium gas through suitably located connections 
(not shown). The holes 45 in the diagomhl cell walls 43 

65 wide range of temperatures. 

The second cellular layer 39 is joined to the layer 23 
by an adhesive 47 between the inner side of the layer 39 
and the film 33. Bonded to the outer side of the layer 39 
by adhesive 49 is a skin 51 that comprises the exterior sur- 
face of the insulation assembly. 

One example of an insulation assembly 21 that has been 
found to provide superior thermal insulation for cryogenic 
containers, plus the strength and lightweight character- 
is;ics so vital in fiight hardware, incorporated materials 

of the cellular layer permit &e h&me fo flow through- 
out the entire layer, The helium gas is maintained in the 

As the fuel tank 19 is filled ~$th liquid hydrogen the 
sealed cells 25 of the cellular I a fw  23 are. silbjected to 
cryogenic temperatures and are cqvo-vdded by the solidi- 
fication of air and/or other gases at Cryogenic t ape ra -  

75 tures. These cells, .thus cryorvoided," provide the high ther- 

70 layer 39 under a yressure of. from 2 to 6 p.s.i. 

' and 'dimensions as set forth in 
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5 
mal insulation effectiveness approaching that of vacuum 
insulation, 

With the inner cellular layer 23 providing the thermal 
performance of a vacuum insulation and the outer layer 
39 constituting a helium purge channel, any damage to 
the insulation assembly, such as puncturing, will cause a 
minimum impairment of the insulation effectiveness of 
the assembly. Thus, in the event the assembly is punctured, 
helium under pressure will flow through the hole in the 
outer skin 51 preventing air from entering the insulation. 
The helium gas will also enter the punctured cell in the 
layer 23 but will be confined to the punctured ce11 due to 
the sealed cell structure of the layer 23, and the vacuum 
insulation qualities of the layer 23 will be virtually un- 
affected. 

The graph of FIGURE 4 indicates the thermal per- 
formance of the described specific embodiment of the 
invention (Curve A) compared with the thermal per- 
formance of the prior art foam-filled, helium purged, 
honeycomb insulation (Curve B) discussed herein pref- 
atorily. It is noted that over an insulation mean tempera- 
ture range of from approximately -200" F. to 50" F., 
which range includes the mean temperatures most likely 
to be experienced by cryogenic insulation, the thermal 
conductivity of the insulation of the present invention 
is well below that of the prior art insulation. 

It is seen from the foregoing that the invention assembly 
embodied in FIGURE 2 retains the reliability and non- 
hazard features of the previously proposed helium purged 
insulation while providing the superior insulation per- 
formance characteristics of vacuum insulation. 

While in the specific embodiment described above the 
invention i s  employed as an insulation for s liquid hydro- 
gen fuel tank, it is understood that the cryo-voided sealed 
cell concept is applicable generally as insulation for cryo- 
genic containers. Moreover, the sealed cellular layer 23 
(FIGURE 2) having the cells 25 sealed as by airtight 
film 29 and 33 provide a highly effective cryogenic insula- 
tion without the overlying helium purged layer 39, al- 
though, as explained previously, the layer 39 is very 
useful as a means of keeping atmospheric air out of 
the insulation. Therefore, when using a single layer em- 
bodiment of the. invention, such as layer 23 (FIGURE 2), 
it may be desirable under some circumstances to seal the 
cells with a very nonporous film such as laminates of 
aluminum or lead with polyester film to prevent the entry 
of air into the cells and thus avoid the possible hazards 
discussed hereinabove connected with entry of atmos- 
pheric air into the insulation. All of the insulation mate- 
rials should be adapted to the conditions, such as tem- 
perature and stress, under which the insulation is to be 
used. 

In using the invention for insulating containers of cryo- 
genic fluids that liquify at higher temperatures relative 
to liquid hydrogen, for example, liquid nitrogen or liquid 
oxygen, the seaIed cells of the cellular layer, such as 23 
(FIGURE 2), may be filled with a gas having a relatively 
high freezing point. This can be done by sealing the 

9 \ example, Freon or carbon dioxide, desired for occupying 
the cells. Gases having freezing points above -297' F. 
wLU solidify and "freeze out" at a higher temperature 
thm air, and gases of this type may he selected to create 
the cue-vacuum state within the sealed cells at tempera- 

b, 

a \  
v .-. cellular layer in an atmosphere of the particular gas, for 
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6 
tures induced by the particular cryogenic fluid being 
insulated. 

Obviously, many modifications and variations of the 
present invention are possible in light of the above teach- 
ings. It is, therefore, to be understood that wiihin the 
scope of the appnded claims the invention may be 
practiced other than as specifically described. 

What is claimed is: 
1. A thermally insulated cryogenic fluid container com- 

prising: 
(a) a container wall; 
(b) an insulating layer covering and being contiguous 

with an outer surface of said container wall; 
(c) said insulating layer comprising a plurality of air- 

tight cells formed in part by a cellular core having an 
air-impervious film bonded thefeto; 

(d) a cryogenic fluid within said container being in 
contact with said container wall; 

(e) each of said airtight cells constituting a cryo- 
voided space due to cryogenic temperatures effected 
within said cells by said cryogenic fluid whereby a 
cryo-vacuum is  produced within each of said cells; 

(f) a second layer superposed on said insulating layer; 
(g) said second layer comprising a cellular core; 
(h) said second layer cellular core being bonded on 

one side thereof to said air-impervious film; 
(i) aluminum foil bonded to said second layer cellular 

core on the surface thereof opposite said air-imper- 
vious film. 

2. The inventioii as defined in claim 1 wherein the 
cells of said second layer are filled with an air purging 
gas. 

3. The invention as defined in claim 2 wherein said air 
purging gas is helium maintained under a pressure of from 
2 to 6 p.s.i. 

4. The invention as defined in claim 1 wherein said 
cellular core of said insulating layer is composed of poly- 
ester and said cellular core of said second layer is com- 
posed of reinforced phenolic plastic, the combined thick- 
ness of both of said cellular cores not exceeding 0.8 
inch. 

5. The invention as defined in claim 1 wherein said 
cryogenic container comprises a fuel tank, a space vehicle 
incorporating said fuel tank, said cryogenic liquid being 
liquid hydrogen. 

6. The invention as defined in claim 1 wherein said 
cryogenic fluid is liquid hydrogen. 
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